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Test Result :-
The thread steel elbow fitting sample withstand hydrostatic pressure up to 25 bar for two hour

without observing any leakage or cracks from the sample body.

N.B.

. These results are only applicable for the sample supplied to the lab.

Validitv:
This certificate is valid for one year under normal operating conditions.

Tested By

Technical

Ilammam

Manager

Reviewed by

Maln Branch (Giza):
Cairo University - Faculty of Engineering
Tell 35678496 I 1567E546 -Rax:.35702687
e-mail: pc g_mcl@yahoo. com

Shaikh Zayed Branch:
Cairo University - Faculty of Enginooring
Shaikh Zayed Branch-Zone (1) Tel/Fax: 38507064
e-mail; mcl.pcg_zayd@yahoo.com
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